MORRIS MINE

AVERAGE MINE ANALYSIS ON OUTPUT FOR YEAR - 1918.

GRADE IRON | PHOS. | SILICA
Morris Bessemer, 59,49 |,051 713
Morris, 58.87 |,063 7.29
Morrisville, 51.57 |.,063 18.78

AVERAGE ANALYSIS ON STRAIGHT CARGOES FOR YEAR - 1918.

Mine Lake Brie
GRADE IRON PHOS. IRON |MOIST.
lMorris Bessemer, All Mixed
Morris, L
Morrisville, B3.61 | 062 | 53.40 |10.36

ORE STATEMENT - DECEMBER 31ST, 1918.

TOTAL
MORRIS LAST
W m MORRIS |MORRISVILLE | TOTAL | YEAR
On hend Jan. 1st, 1918, 6,345 3,769 17,610 |27,724 | 57,492
Output for Year, 20,109 | 20,378 7,761 | 48,248 | 62,445
Stockpile Overrun, 2,495
Total, 26,454 | 24,147 25,371 | 75,972 | 122,432
Shipments, 25,785 | 13,576 14,925 | 52,286 | 94,708
Balance on Hand, 2,669 | 10,571 10,446 | 23,686 | 27,724
Decrease in Output - 26% 16,692
Decrease ‘1n Ore on Hand, 4,038

1918 -~ 2-8 Hr. Shifts for year

1917 - 2-8 Hr., Shifts for year.
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